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Denso S105 Paste
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Sea Shield

2000 FD System

Denxo Marine
Piling Tape(DMPT)
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Ultraseal RT Tape

Ultraseal Tape

Conforming Tape
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Denso Paste

Paste & Primer

Hi—Tack Primer
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SEASHIELD SYSTEM
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Denso Marine Piling Tape
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BITUMEN TAPE SYSTEM

DENSOCLAD 41HT TAPE
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HO|= LH+1A ASTM D1000 Z|2 5.0N/mm
ME ASTM D1000 300%
LE XN28 ASTM D1004 29N
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EAESNE=IN ASTM D1000 24th 4,0N/mm
— Xt ASTM D1000 24th 4,0N/mm
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S| ASTM D1000 Tmm
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Densyl KF Tape
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BITUMEN TAPE SYSTEM

DENSO 40HT S 38X
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DENSOCLAD 40HT TAPE
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Polymer
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— 718 Z|cH 75°C
Z0| 10metres. 30metres
Y 50mm ~ 300mm
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BITUMEN TAPE SYSTEM

DENSOPOL 60H T TAPE
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BITUMEN TAPE SYSTEM

DENSO ULTRASEAL RT TAPE
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DENSO ULTRASEAL RT TAPE
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DENSO ULTRASEAL TAPE / CONFORMING TAPE

E kl Al E-l I:II- I:I-I _JI\_ il
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PETROLATUM TAPE SYSTEM
DENSYL KF TAPE
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DENSO HOTLINE TAPE
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100
150
200
250
300
350
400
450
500
600
700

100
150
200
250
300
350
400
450
500
600
700
800
900

1000
1,200

Q| 4
B(mm)
1 34

2

4

6

8

10
12
14
10
18
20
24
28
32
30

40
40

60.5
114.3
165.2
216.3
267.4
318.5
355.6
406.4
457.2
508
609.6
7112
812.8
914.4
1,015.50
1,218.50

100
150
200
200
250
250
250
250
250
250
300
300
300
300
300
300

apel| =
50

0.1068
0.19
U359
0.5189
0.6795
0.84
1.0005
1.1171
1.2767
1.4363
10804
1.9151
2.2343
2.5534
2.8726
3.1903
3.8283

100
100
150
200
200
200
250
250
300
300
300
300
300
300
300
300

0.34
0.3
0.57
0.54
0.53
0.66
0.79
0.7
0.8
0.75
0.84
1
1.17
1.34
1.91
1.67
2.01

11.2

2= 2F (L—10m/roll)
)

gz

0.52
0.47
0.88
0.85
0.83
1.03
l.ée
1.09
1.25
1.17
1.3
1.56
1.82
2.08
2.34
2.6
3.12

67/
123
186
270
397
403
476
546
606
760
893

1,036
1,155
1,320
1,638

Al

—_

Paste(g)
A 7| gt
21 32
38 57
72 108
104 156
136 204
168 252

200 300
223 339
299 383
287 431
319 479
383 575
447 670
511 /66
B{D 802
038 957
167 1.149

1.04
2.23
2.8
3.62
3.94
4.71
.93
6.96
7.94
9.38

11.87
14.49
16.25
22.14
38.76

0.19

0.35
0.53
0.77
1.02
110
1.36
1.56
173
217
2.95
250
3.3
3.77

4,68

m
1 32 0.71 0.09
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